ENGINEERING SERVICES, Inc.

Construction Testing & Inspection « Geotechnical & Environmental Engineering

Sieve Analysis

for
Coarse and Fine Aggregate

Project: URS Lab Testing Technician: M. Hughes
Date: 10/13/2006
TES#: 16542-T61 Sample No.: MW-1
Location: N/R Remarks: 1330-1340
Weight Maximum Minimum Weight of
(Ibs. or grams) Sieve Size Test Specimen, Ibs. (kg)
Total Dry Sample + Tare Wi. 609 Sand 1.0 (0.5)
Tare Weight 3/8" 2.0 (1.0)
Total Dry Sample Wt. 566.3 1/2" 4.0 (2.0)
Initial Weight Fine 3/4" 11.0 (5.0) -
Aggregate Before Wash 1" 22.0 (10.0)
Final-'Weight-Fine 1-1/2" 33:0(15:0)
Aggregate After Wash 408.6 2" 44.0 (20.0)
Individual Individual Cumulative Cumulative %
Sieve ‘Weight % % % Passing
Size Retained Retained Retained Passing Specs.
3in. 0.0 0.0 100.0
21/2in. 0.0 0.0 100.0
2in. 0.0 0.0 100.0
11/2in. 0.0 0.0 100.0
1in. 0.0 0.0 100.0
3/4 in. 0.0 0.0 100.0
1/2 in. 0.0 0.0 100.0
3/8 in. 0.0 0.0 100.0
#4 7.5 1.3 1.3 98.7
#8 18.3 3.2 4.6 95.4
#16 83.0 14.7 19.2 80.8
#30 120.7 21.3 40.5 59.5
#50 107.6 19.0 59.5 40.5
#100 49.0 8.7 68.2 31.8
#200 22.5 4.0 72.2 27.8
Pan

4539 N. Brawley Avenue, #108, Fresno, CA 93722

Phone (559) 276-9311 Fax (559) 276-9344




TECHNICON

ENGINEERING SERVICES, Inc.

Construction Testing & Inspection « Geotechnical & Environmental Engineering

Sieve Analysis
for
Coarse and Fine Aggregate

Project: URS Lab Testing Technician: M. Hughes
Date: 10/13/2006
TES#: 16542-T61 Sample No.: MW-2
Location: N/R Remarks: 1110-1120
Weight Maximum Minimum Weight of
(Ibs. or grams) Sieve Size Test Specimen, Ibs. (kg)
Total Dry Sample + Tare WH. 609.3 Sand 1.0 (0.5)
Tare Weight 3/8" 2.0 (1.0)
Total Dry Sample Wt. 557.9 1/2" 4.0 (2.0)
Initial Weight Fine 3/4" 11.0 (5.0)
Aggregate Before Wash 1" 22.0 (10.0)
Final"'Weight Fine 11/2" 33.0(15:0)
Aggregate After Wash 282.6 2" 44.0 (20.0)
Individual Individual Cumulative Cumulative %
Sieve Weight % % % Passing
Size Retained Retained Retained Passing Specs.
3in. 0.0 0.0 100.0
2 1/2in. 0.0 0.0 100.0
2in. 0.0 0.0 100.0
11/2in. 0.0 0.0 100.0
1in. 0.0 0.0 100.0
3/4 in. 0.0 0.0 100.0
1/2 in. 0.0 0.0 100.0
3/8 in. 0.0 0.0 100.0
#4 0.9 0.2 0.2 99.8
#8 15.5 2.8 2.9 97.1
#16 78.0 14.0 16.9 83.1
#30 86.7 15.5 32.5 67.5
#50 57.4 10.3 42.7 57.3
#100 27.8 5.0 47.7 52.3
#200 16.3 2.9 50.7 49.3
Pan

4539 N. Brawley Avenue, #108, Fresno, CA 93722

Phone (559) 276-9311 Fax (559) 276-9344




TEC

NICON

ENGINEERING SERVICES, Inc.

Construction Testing & Inspection + Geotechnical & Environmental Engineering

Sieve Analysis

for
Coarse and Fine Aggregate

Project: URS Lab Testing Technician: M. Hughes
Date: 10/13/2006
TES#: 16542-T61 Sample No.: MW-3
Location: N/R Remarks: 450-460
Weight Maximum Minimum Weight of
(Ibs. or grams) Sieve Size Test Specimen, Ibs. (kg)
Total Dry Sample + Tare Wi. 609.7 Sand 1.0 (0.5)
Tare Weight 3/8" 2.0 (1.0)
Total Dry Sample Wi. 603.3 1/2" 4.0 (2.0)
Initial Weight Fine 3/4" 11.0 (5.0)
Aggregate Before Wash 1" 22.0 (10.0)
Final-WeightFine 11/2" 33:0(15:0)
Aggregate After Wash 556.8 2" 44.0 (20.0)
Individual Individual Cumulative Cumulative %
Sieve Weight % % % Passing
Size Retained Retained Retained Passing Specs.
3in. 0.0 0.0 100.0
21/2in. 0.0 0.0 100.0
2in. 0.0 0.0 100.0
11/2in. 0.0 0.0 100.0
1in. 0.0 0.0 100.0
3/4 in. 0.0 0.0 100.0
1/2 in. 0.0 0.0 100.0
3/8 in. 0.0 0.0 100.0
#4 23.3 3.9 3.9 96.1
#8 35.2 5.8 9.7 90.3
#16 148.6 24.6 34.3 65.7
#30 186.2 30.9 65.2 34.8
#50 122.1 20.2 85.4 14.6
#100 28.8 4.8 90.2 9.8
#200 12.6 2.1 92.3 7.7
Pan

4539 N. Brawley Avenue, #108, Fresno, CA 93722

Phone (559) 276-9311 Fax (559) 276-9344




TECHNICON

ENGINEERING SERVICES, Inc.

Construction Testing & Inspection « Geotechnical & Environmental Engineering

Sieve Analysis
for
Coarse and Fine Aggregate

Project: URS Lab Testing Technician: M. Hughes
Date: 10/13/2006
TES#: 16542-T61 Sample No.: PEC Filter Pack
Location: N/R Remarks:
Weight Maximum Minimum Weight of
(Ibs. or grams) Sieve Size Test Specimen, Ibs. (kg)
Total Dry Sample + Tare Wi. 1859.6 Sand 1.0 (0.5)
Tare Weight 3/8" 2.0 (1.0)
Total Dry Sample Wi. 1856.9 1/2" 4.0 (2.0)
Initial Weight Fine 3/4" 11.0 (5.0)
Aggregate Before Wash 1" 22.0 (10.0)
Final' Weight Fine 172" 33.0(15.0)
Aggregate After Wash 1856.4 2" 44.0 (20.0)
Individual Individual Cumulative Cumulative %
Sieve Weight % % % Passing
Size Retained Retained Retained Passing Specs.
3in. 0.0 0.0 100.0
21/2in. 0.0 0.0 100.0
2in. 0.0 0.0 100.0
11/2in. 0.0 0.0 100.0
1in. 0.0 0.0 100.0
3/4 in. 0.0 0.0 100.0
1/2 in. 0.0 0.0 100.0
3/8 in. 0.0 0.0 100.0
#4 0.0 0.0 0.0 100.0
#8 210.0 11.3 11.3 88.7
#16 1637.4 88.2 99.5 0.5
#30 9.0 0.5 100.0 0.0
#50 0.0 0.0 100.0 0.0
#100 0.0 0.0 100.0 0.0
#200 0.0 0.0 100.0 0.0
Pan

4539 N. Brawley Avenue, #108, Fresno, CA 93722

Phone (559) 276-9311 Fax (559) 276-9344
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